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UN38.3, Seventh Edition

Recommendations on transport of dangerous goods, manual of test and criteria,
Section 38.3 - Lithium metal and lithium ion Batteries

Report Reference No...................... : PNS230201001 03001

Date of ISSU ....eeeveiiiiieieee e : 2023-03-02

Total number of pages.........c........... . 19 pages

Te§ting Laboratory .........................  GUANGDONG UTL CO., LTD.

Lot IE A I ARBE R R A IR A R

AdAress ..o . Lianding Testing Building, No.18 Center Road of Yayuan Industrial

Hotil: Zone, Nancheng District, Dongguan, Guangdong, China.
IR 58 T P S T R Pl Tl X 2% 185 B S A WK B

Applicant’s name......................... Kon-TEC Sp. z o.0.

FFERAL

AdAress ......coeveiiiiieie e . Boya-Zelenskiego 12, 35-105 Rzeszow, Poland

Hodik:

Factory’s name.........ccccccceererenennnene :

2yl X A

AdAress ..o :

Mok

Phone number/Bx R 520 :
Email/Bis 3 o :

Website/ X e :

Test specification/JEAFMTE

Standard ... . ST/SG/AC.10/11/Rev.7/Section 38.3
Test procedure.........ccccccevevevevenenenn.. : N/A

Non-standard test method ................ N/A

Test item description/f: i #K......:. LiFePo4 Battery /8 iz s ith 41
Trade Mark/Ti R .ooveeeeeeeieeeieie e, : N/A

Model/Type reference/f 5 .............. . KT-LFP12100

Ratings/HA% ..o : 12.8V, 100Ah, 1280Wh




TEST REPORT

Report No.: PNS230201001 03001 Page 3 of 19

Summary of testing:

WHASE BREE:

Tests performed (name of test and test clause):

WRBE (WA 8 K %K)

Test Conclusion
TR 2518

Test(s) Conclusion
PR35 BG4
T.1: Altitude simulation / = EE ) Pass / JE it
T.2: Thermal test / I5. i 5% Pass / JE it
T.3: Vibration / #£3) Pass / JE it
T.4: Shock / i Pass / @it
T.5: External short circuit / 555 % Pass / @it
T.6: Crush / /& Pass / i@t
T.7: Overcharge / i 78 i Pass / il it
T.8: Forced discharge / 3 il i H Pass / ifiid

Sample Status:

FEGARTL «
Test(s) Sample Number Sample Status
T H ERLETAS) FEdhIRES
SLine-2-1~ at first cycle, in fully charged states.
T4 SLine-2-4 S URAEIA FE T8OR35 76 4 7 RIS 1 LB
SLine-2-5~ after twenty-fifth cycles ending in fully charged states.
SLine-2-8 5 b TG IR 78 TR 0 e A A HUIR S B R
SLine-1-1~ at first cycle at 50% of the design rated capacity.
T6 SLine-1-5 S5 OB 78 T8 FR ) 70 F AR PR B ) 50 % IR 2 4 FEL s
SLine-1-6~ after twenty-fifth cycles ending at 50% of the design rated capacity.
SLine-1-10 55 T TLORAE IR 78 T8 A A 70 L AR ) 50 % IR A Y LA
SLine-2-9~ at first cycle, in fully charged states.
17 SLine-2-12 55— OB 78 T8 R )5 76 4 70 HR A HA PR
SLine-2-13~ after twenty-fifth cycles ending in fully charged states.
SLine-2-16 55 T TG IR 78 T A 0 e 4 A IR S B R
SLine-1-11~ at first cycle, in fully discharged states.
&3 SLine-1-20 55— OB 78 T8 R ) 5 4 R R A Y RS
SLine-1-21~ after twenty-fifth cycles ending in fully discharged states.
SLine-1-30 5 TG FETROR A 5 56 A RUIRAS B L

The test results: Pass
ML R Wi
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Test item particulars

HRER

Cell tYPe.ciieeeeeee s p
Fh o 70 TB-048173117-Fe-100AH-X

Nominal Voltage of cell ... : 3.9V
HLOVAIE LI '

Rated Capacity of Cell..........cooeeiiiiiiiiiieieeees :

HLAS I A 100Ah

Battery TYPe ...oooeiiiieeeeeee e : Lithium ion battery
H 2R Y BESTHLM
APPEAraNCe........ceeveiieiiiiiiiiiiieeeee e BlACK

e B

Number of Cell ..o : 4pcs(4S1P)
RO §

DIimension(MmM)........cooeeiieniiriieneesee e : 308.5mm(max) x 170.0mm(max) x 213.0mm(max)
R

Test case verdicts

WA

Test case does not apply to the test object.................. : N/A
7 ANidE FH I 4

Test item does meet the requirement ... . P(Pass)
AT & E

Test item does not meet the requirement .................... : F(Fail)
MAAFT &R E

Testing i3

Date of receipt of testitem ..........cccoovevceiiiieicieces
FEREH

Date(s) of performance of test..........ccccccveveiieciie e
W 3

© 2023-01-25

© 2023-01-26 to 2023-02-15

General remarks £&7E

This report shall not be reproduced, except in full, without the written approval of the testing laboratory.
FrAEAE G S, REARLL = FnHAEAST 55 i

The test results presented in this report relate only to the item tested.

A A S AR AR RE 5T

“(see remark #)” refers to a remark appended to the report.

(LAY TR AT

Throughout this report a point is used as the decimal separator.

At o LA N R

According to the Standard, a single-cell battery (Battery Pack) is considered a “Cell” (Battery Cell) and shall
be tested according to the testing requirements for “Cell”. This testing included the samples of Battery Pack
and Battery Cell as aforementioned. For testing details, please refer to Table of Test Conclusion and
individual test record.

FMEARHEZR, SRR A (R B ) RS (R ily), BA <R B EREEAT IS, AT H A
A0 QAT A VB A RS . A ORI TR, T A D IS 18 A S A BTN e %
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General product information:
FFEI%A%\:
The main features of this model are shown as below:
e PSS I
Nominal Nominal | Maximum [ Maximum | Maximum Cut-off
Rated Nominal | Charge | Discharge | Charge | Discharge | Charge Voltage
Model #! = | Capacity | Voltage | Current Current Current Current Voltage o @gﬁ
WUERE | FRARHEE | FUE R | AUE i | R | O | AR LT
e Vi FELIL Vi NS )
Battery / Hijih
KT- 100Ah 12.8V 80A 80A 100A 100A 14.6V 10V
LFP12100 ' .
Cell / Hts
TB-
048173117- 100Ah 3.2V 50A 50A 150A 150A 3.8V 2.0V
Fe-100AH-X

Test Procedure:

MR -

1. Tests T.1 to T.5 shall be conducted in sequence on the same cell or battery. Tests T.6 and T.8 shall be
conducted using not otherwise tested cells. Test T.7 may be conducted using undamaged batteries previously
used in Tests T.1 to T.5 for purposes of testing on cycled batteries.

DT AT SZHZ 74K I AE [8]— 2H FEs sl it Bk A7 T.6FIT. 820 FH A (1 B ts b AT K. T.7 W RLA 2 i
TA-T.50 58 B To 4t 1 BB 2t AT I

2. In order to quantify the mass loss, the following procedure is provided:
AR AL IR I~ A5

Mass loss (%) = M x 100
M1

Where M1 is the mass before the test and M2 is the mass after the test. When mass loss does not exceed the
values in Table 38.3.1, it shall be considered as “no mass loss”.
M1EZNERRTE E, M2E2NERER. A RERK AT Table 38.3. 14 FMERI A A “ A =K

9%” R
Table 38.3.1 Mass loss limit
Mass M of cell or battery Mass loss limit
M<1g 0.5%
1g <M<75¢g 0.2%
M>75g 0.1%

Address: Lianding Testing Building, No.18 Center Road of Yayuan Industrial Zone, Nancheng District, Dongguan, Guangdong, China.
Tel: 86-769-3893 3228 Email: utl@gdutl.com http: //www.gdutl.com
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UN 38.3

Clause

Requirement + Test

Result - Remark

Verdict

38.3.41

Test T.1: Altitude simulation/&= E4),

Test cells and batteries shall be stored at a
pressure of 11.6 kPa or less for at least six hours
at ambient temperature (20£5°C)/ K it Fl b 7F
M N2045°C. RAUE A KT 11.6kpaf i
W AEA A TEA /N

Cells and batteries meet this requirement if there is
no leakage, no venting, no disassembly, no rupture
and no fire and if the open circuit voltage of each
test cell or battery after testing is not less than 90%
of its voltage immediately prior to this procedure.
The requirement relating to voltage is not
applicable to test cells and batteries at fully
discharged states.

TR AT AT S 2R el ToHER. oA,
TR UL R T KR s R BRI S BT %
L AR T T T 2% S 990% . IR TBSC T L s
77 T SR ANIE FH T 58 4 0 FE i R RS R ERLYR

No leakage, no venting, no
disassembly, no rupture and
no fire. / oWl TGHF .
[N R E I TP )
%o

See test data for details. /

P IO H

38.3.4.2

Test T.2: Thermal test/ig F iR

Test cells and batteries are to be stored for at least
six hours at a test temperature equal to 72+2°C,
followed by storage for at least six hours at a test
temperature equal to - 40+2°C. The maximum time
interval between test temperature extremes is 30
minutes. This procedure is to be repeated 10
times, after which all test cells and batteries are to
be stored for 24 hours at ambient temperature (20
+5°C). /15 JeaFE S AE 7222°C I S T E 22 /06
AN, SRS TLE - 40£2°C IR A il B 22 /064
Ao U S 48 (1 S K [T BRI [R] 93070 . A Sb i 34
10UR, FJo b I i B 204 5° C A 1355 H 15 24 /)N
o

For large cells and batteries the duration of
exposure to the test temperature extremes should
be at least 12 hours. /T K HLE AR, 78 i
R 3B ) I (] B 2> 124 /N

N/A

Cells and batteries meet this requirement if there is
no leakage, no venting, no disassembly, no rupture
and no fire and if the open circuit voltage of each
test cell or battery after testing is not less than 90%
of its voltage immediately prior to this procedure.
The requirement relating to voltage is not
applicable to test cells and batteries at fully
discharged states.

TR MR S 20OK: IRl oHER. oA,
TR PR A KR s R BRI 5 BT %
R AN T B R 990% o BTG T HL K
77 T SR ANIE FH T 58 4 0 Fe i R RS R ERLY

No leakage, no venting, no
disassembly, no rupture and

no fire. / LW~ THER. &
(EUNG R E IV =D& )
%o

See test data for details. /

LI
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UN 38.3
Clause Requirement + Test Result - Remark Verdict
38.3.4.3 |Test T.3: Vibration/#z3]] P
Cells and batteries are firmly secured to the P

platform of the vibration machine without distorting
the cells in such a manner as to faithfully transmit
the vibration. The vibration shall be a sinusoidal
waveform with a logarithmic sweep between 7 Hz
and 200 Hz and back to 7 Hz traversed in 15
minutes. This cycle shall be repeated 12 times for
a total of 3 hours for each of three mutually
perpendicular mounting positions of the cell. One
of the directions of vibration must be perpendicular
to the terminal face. /¥ it L 2002 [ #h 2 2 R IR B0 &
B L. JRSILAIEZETEA, LL7HZHE N %200Hz,
RGBT B THZ A —MEIR, — MEAFFS:157
PREIT AT AR IR o X HE A=A AR B 1)
EAEFRA20K, BTSN, FLOA .
—ANIRBN 77 7 06 25 T B it PRI AR ST

The logarithmic frequency sweep shall differ for P
cells and batteries with a gross mass of not more
than 12 kg (cells and small batteries), and for
batteries with a gross mass of more than 12 kg
(large batteries). /% )5t & A K T-12kg IIAE il (L8
1IN HE ) 5 R e 1 2kg ) FL s (R Ltk ), X B0
SENCE

For cells and small batteries: from 7 Hz a peak P
acceleration of 1 gn is maintained until 18 Hz is
reached. The amplitude is then maintained at 0.8
mm (1.6 mm total excursion) and the frequency
increased until a peak acceleration of 8 gn occurs
(approximately 50 Hz). A peak acceleration of 8 gn
is then maintained until the frequency is increased
to 200 Hz. /% TGS HI/N R, X80 A
THZIT AR OREF 1 gn i de K B 2455 9 18Hz,

SR JEEAR IR AR £20.8mm (S A% 1.6mm) F34 04
% H B RN IE A F8gn (MK £ v50Hz), K i
K03 FE R FFE 8gn L2491 % 14 1 £ 200Hz .

For large batteries: from 7 Hz to a peak N/A
acceleration of 1 gn is maintained until 18 Hz is
reached. The amplitude is then maintained at 0.8
mm (1.6 mm total excursion) and the frequency
increased until a peak acceleration of 2 gn occurs
(approximately 25 Hz). A peak acceleration of 2 gn
is then maintained until the frequency is increased
to 200 Hz. /xf T K Hith, XEESHTN: ATHZIH G
TREF1gn Py R FE B B4 918Hz, AR Rk
MR FECEO0.8mm (A RA%1.6mm) JHH8 s B 3
KIME FE L 2gn (PR L) H25Hz), K K nig EE
TR A 2gn EL 2 A1 711 £ 200HZ

Address: Lianding Testing Building, No.18 Center Road of Yayuan Industrial Zone, Nancheng District, Dongguan, Guangdong, China.
Tel: 86-769-3893 3228 Email: utl@gdutl.com http: //www.gdutl.com
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UN 38.3
Clause Requirement + Test Result - Remark Verdict
Cells and batteries meet this requirement if there is | No leakage, no venting, no P

no leakage, no venting, no disassembly, no rupture | disassembly, no rupture and
and no fire during the test and after the test and if | no fire. / TR LHA. 1
the open circuit voltage of each test cell or battery | ik, JEREZLLL K T2 kI

directly after testing in its third perpendicular %,
mounting position is not less than 90% of its
voltage immediately prior to this procedure. The See test data for details. /

requirement relating to voltage is not applicable to | i WLl £ ¥z
test cells and batteries at fully discharged states.

(RS IR A B8R olmi. o s,
TeMR LS TG KIS s Bl b S PR %
F e AN T AT % R 1990% . LT T L
77 THT (R SR AN IE T 58 400 F i ) R RS ORT R

38.3.4.4 | TestT.4: Shock/phi P

Test cells and batteries shall be secured to the P
testing machine by means of a rigid mount which
will support all mounting surfaces of each test
battery. /LUK [ (1) 4G22 8] & A B FE

Shock: a half-sine shock of peak acceleration of P

ﬁ100350ﬂ

150 gn (or Acceleration(gn)= V" 7955 ) which is
smaller) and pulse duration of 6 milliseconds, large
cells and large batteries shall be subjected to a
half-sine or peak acceleration of 50 gn (or

{30000

|
Acceleration(gn)= V' 7455 ) which is smaller) and
pulse duration of 11 milliseconds/X} /] F 5 Bl /N H,
f{1008501

II
Wb LA 150 gn (k5 V. 7955 ) oh ity MED
b E R B T, RO EREE6EE RS, A HIASAN
J(30000]

|
AL I 2 e KR FE SO0 gn (25 V' mass ) o
eIV ) R e 5 111 1 S5 20 T 32 e
+.

Each cell or battery shall be subjected to three P
shocks in the positive direction and to three shocks
in the negative direction in each of three mutually
perpendicular mounting positions of the cell or
battery for a total of 18 shocks. /AEANEE i L iAE =
AN ELRH 2 B A L 22 2 5 (2 R IE T 1) 48 52 = I

i, BEERT AT =0, BIkgz 18
o

Address: Lianding Testing Building, No.18 Center Road of Yayuan Industrial Zone, Nancheng District, Dongguan, Guangdong, China.
Tel: 86-769-3893 3228 Email: utl@gdutl.com http: //www.gdutl.com
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UN 38.3
Clause Requirement + Test Result - Remark Verdict
Cells and batteries meet this requirement if there is | No leakage, no venting, no P

no leakage, no venting, no disassembly, no rupture | disassembly, no rupture and
and no fire and if the open circuit voltage of each | no fire. / TR LHS. &
test cell or battery after testing is not less than 90% | @ik, FEREZLLL K T2 kI

of its voltage immediately prior to this procedure. %,

The requirement relating to voltage is not

applicable to test cells and batteries at fully See test data for details. /
discharged states. TE LA -

[ BGATAT A 25K . TelRil. oHEA ok,
TR TE KR s HS B il Jm 1T
R AN T I T T B R 990% o BEIR T I
77 T R EESRANIE T 7 TR R RS A E

38.3.4.5 |Test T.5: External short circuit/4} 5455 P

The cell or battery to be tested shall be P
temperature stabilized so that its external case
temperature reaches 57+4°C. /{# R 521G FE F2
JEAEST+4°C, DU S AR E 1A F]57+4°C.

The cell or battery at 57 + 4°C shall be subjected to P
one short circuit condition with a total external
resistance of less than 0.1 ohm. This short circuit
condition is continued for at least one hour after the
cell or battery external case temperature has
returned to 57+4°C, or in the case of the large
batteries, has decreased by half of the maximum
temperature increase observed during the test and
remains below that value. /7E 355517 JE57+4°CI1 %
PR, KR il IE SO R /N0 1 WA R Ak A B [l 2
ITRLER, FEAIANRIR KR 2I57+4°C L Ja (R4
FEARAS 1N BL by XK, F i 2 A 22 d
R T HE ) — I SRER 25 TR

Cells and batteries meet this requirement if their No disassembly, no rupture P
external temperature does not exceed 170°C and | and no fire. / TCiRiA. TR
there is no disassembly, no rupture and no fire DL TCE KI5 R

during the test and within six hours after the test./ .
RSB R 2R RIS T UL 2 J6 4~/ | See test data for detalls. /
P, AhFRIEE AR 170°C, I R, e | L.

T KGR
38.3.4.6 |Test T.6: Impact / Crush/ &= /3} & P
Test procedure — Impact (applicable to cylindrical N/A

cells not less than 18.0 mm in diameter) /i (& &
FHA KT T18.0mm [ [ AT H)

Address: Lianding Testing Building, No.18 Center Road of Yayuan Industrial Zone, Nancheng District, Dongguan, Guangdong, China.
Tel: 86-769-3893 3228 Email: utl@gdutl.com http: //www.gdutl.com
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UN 38.3
Clause Requirement + Test Result - Remark Verdict
The sample cell or component cell is to be placed N/A

on a flat smooth surface. A 15.8 mmz0.1mm
diameter, at least 6 cm long, or the longest
dimension of the cell, whichever is greater, Type
316 stainless steel bar is to be placed across the
centre of the sample. A 9.1 kg+0.1 kg mass is to be
dropped from a height of 61+2.5 cm at the
intersection of the bar and sample in a controlled
manner using a near frictionless, vertical sliding
track or channel with minimal drag on the falling
mass. The vertical track or channel used to guide
the falling mass shall be oriented 90 degrees from
the horizontal supporting surface. /¥ k¢ 5 SEE —
PGP Ee ¥ —E A% 815.8 mmt 0.1mm,
KA N T-6em ) 316 AN AR B R A ot rh T8 L
J&, ¥ B AN9.1 kg20.1 kg EYIM6E1£2.5 cm)
Tl EE T T A it o

The test sample is to be impacted with its N/A
longitudinal axis parallel to the flat surface and
perpendicular to the longitudinal axis of the 15.8
mmz=0.1mm diameter curved surface lying across
the centre of the test sample. Each sample is to be
subjected to only a single impact. /4% 5% $ ol (£
At VIR 53 B SR T AT T 5 RURAE RS O
B 4£15.8 mm+0. 1mmE th X N EE . &
A RS — I .

Test Procedure — Crush (applicable to prismatic, Prismatic cells. /#&#£JE H 5. P
pouch, coin/button cells and cylindrical cells less

than 18.0 mm in diameter). /5% (& F T4+ TE

LR B /A 0 O R B4R /N T 18.0mm 1 B 1
HEY)

A cell or component cell is to be crushed between P
two flat surfaces. The crushing is to be gradual with
a speed of approximately 1.5 cm/s at the first point
of contact. The crushing is to be continued until the
first of the three options below is reached. /¥ i
JRAE PRSP 2 [ 55 1, B/ BNk, 1E5
/N R KL 1 .5em/s. B IR RS
17, BRI =g —

(a) The applied force reaches 13 kN+0.78 kN; /ji P
77355113 kN0.78 kN

(b) The voltage of the cell drops by at least 100 N/A
mV; /FF i B F T B 422 100mV

(c) The cell is deformed by 50% or more of its N/A
original thickness. /AR Tk Ji7 46 5 1% 1150 % LA
.

Address: Lianding Testing Building, No.18 Center Road of Yayuan Industrial Zone, Nancheng District, Dongguan, Guangdong, China.
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TEST REPORT

Report No.: PNS230201001 03001 Page 11 of 19
UN 38.3
Clause Requirement + Test Result - Remark Verdict
A prismatic or pouch cell shall be crushed by P

applying the force to the widest side. A button/coin
cell shall be crushed by applying the force on its
flat surfaces. For cylindrical cells, the crush force
shall be applied perpendicular to the longitudinal
axis. /BAE T EAERIR HEs N A 5 B K — [T e . 44T
A0 A RO NS R 2 B 1) ) SO R S I AN NS
ity L 1) 7 I e s

Each test cell or component cell is to be subjected P
to one crush only. The test sample shall be
observed for a further 6 h. The test shall be
conducted using test cells or component cells that
have not previously been subjected to other tests.
FEEANRE S Ak i, JF B RG22 — it . e
s 235 TR Aot 7 i L 26 /N

Cells and component cells meet this requirement if | No disassembly and no fire. / P
their external temperature does not exceed 170°C | Lk, TE KL K4,
and there is no disassembly and no fire during the ,
test and within six hours after this test. /i 2 22 §e?| tr?lSt data for details. /
Ko ERRELTRA BLE 2 EOA N, st | TR RA.

HE170°C, I HIGMAMICHE KR KA .

38.3.4.7 |TestT.7: Overcharge/id 75 & P

The charge current shall be twice the P
manufacturer's recommended maximum
continuous charge current. Tests are to be
conducted at ambient temperature. The duration of
the test shall be 24 hours. The minimum voltage of
the test shall be as follows: /=R T, LL2M% ]
Y PR PR ) B R AP 8 70 L LR R EE, UK
(14924 /N . SR 5 L A

(a) When the manufacturer's recommended charge | The voltage of the test is 22V, P
voltage is not more than 18V, the minimum voltage |and the current is 200A. / &
of the test shall be the lesser of two times the HLJE 22V, Hii% N200A.
maximum charge voltage of the battery or 22V. /#
SRAE R BRI 78 H R S AN 18V, AR Y B
/INTE R R N A 1 32 T R PR B KT L RS R R £
B 22V PN

(b) When the manufacturer's recommended charge N/A
voltage is more than 18V, the minimum voltage of
the test shall be 1.2 times the maximum charge

voltage. /15 il 3& i S AR 1) 78 L FE PR I 18V, A
DU FRy 5 /) 78 P PR He S8 127 A2 1) 366 s B PR ) e K 78
L 1.2

There is no disassembly and no fire during the test | No disassembly and no fire. / P

and within seven days after the test. /7EIH A | oA, o KR KA
WRIEIETRA, FE TR RTEE KIS .

See test data for details. /

LI
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UN 38.3
Clause Requirement + Test Result - Remark Verdict
38.3.4.8 |Test T.8: Forced discharge/3&iji & P
Each cell shall be forced discharged at ambient P

temperature by connecting it in series with a 12V
D.C. power supply at an initial current equal to the
maximum discharge current specified by the
manufacturer. /{EZEIR T, B HSEZIE12VIF
FLR AR AT SR O, b ER IRt S A
TG HLIAT 9 ] 3 B PR ) e R FL VA

The specified discharge current is to be obtained
by connecting a resistive load of the appropriate
size and rating in series with the test cell. Each cell
shall be forced discharged for a time interval (in
hours) equal to its rated capacity divided by the
initial test current (in ampere). /45 & 1 HCH, HEL I E
T A IBCE U RS )5 R /Ny 38 ) S Bk 3R
5, A FELES 18 SR TECFRL IR ] (/)N ) A 2800 5 25 o ok DA
WA H IR (22 5 ) o

There is no disassembly and no fire during the test | No disassembly and no fire. P
and within seven days after the test. /7EMl AT | DEfAA TGS KR KA
RITETRA, FEahTCAARTCE KGR .

See test data for details. /

LI
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Test Data Jli 1 #
T.1 5 EEH (Altitude simulation)

S | Before test After test

a':r:)p e WA T W5 Mass loss |Change ratio] Results
#ﬁjgﬁl% Mass Voltage Mass Voltage | REHRR(%)| HEL(%) | RBER
FE () | BE(V) | HKE(9 HL K (V)

SLine-2-1 11031 13.64 11030 13.64 0.009 100.000 P
SLine-2-2 11021 13.66 11021 13.66 0.000 100.000 P
SLine-2-3 11026 13.65 11026 13.64 0.000 99.927 P
SLine-2-4 11028 13.64 11028 13.64 0.000 100.000 P
SLine-2-5 11028 13.65 11028 13.64 0.000 99.927 P
SLine-2-6 11030 13.64 11029 13.64 0.009 100.000 P
SLine-2-7 11029 13.64 11028 13.64 0.009 100.000 P
SLine-2-8 11023 13.66 11023 13.66 0.000 100.000 P
Note/VE:

A. Leakage/ifmi&; B. Venting/Hf5; C. Disassembly/fi#{%; D. Rupture/f§Z; E. Fire/& X

P. No leakage, no venting, no disassembly, no rupture, no fire/TtiEi&, FTHIS, Tk, T, TEA.

T.2 5 &R (Thermal test)

s | Before test After test

ar‘r:;p € W ET W5 Mass loss |Change ratio| Results
pepame | Mass Voltage Mass Voltage | BEIUR(%)| AEH(%) | HK4R

& (g) BE (V) Bi& (g) BE (V)

SLine-2-1 11030 13.64 11027 13.39 0.027 98.167 P
SLine-2-2 11021 13.66 11019 13.46 0.018 98.536 P
SLine-2-3 11026 13.64 11023 13.44 0.027 98.534 P
SLine-2-4 11028 13.64 11026 13.39 0.018 98.167 P
SLine-2-5 11028 13.64 11026 13.44 0.018 98.534 P
SLine-2-6 11029 13.64 11026 13.39 0.027 98.167 P
SLine-2-7 11028 13.64 11026 13.39 0.018 98.167 P
SLine-2-8 11023 13.66 11020 13.46 0.027 98.536 P
Note/ii:
A. Leakage/ifi®&; B. Venting/HES; C. Disassembly/fi#f&; D. Rupture/f§%:; E. Fire/&NX
P. No leakage, no venting, no disassembly, no rupture, no fire/TTiEi&, FTHIS, Tk, T, TEA.

Address: Lianding Testing Building, No.18 Center Road of Yayuan Industrial Zone, Nancheng District, Dongguan, Guangdong, China:
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Test Data Jl i ##
T.3 #&3)j(Vibration)

SEEE Beﬁgﬁtgst Agﬂe%t}eﬁﬂ Mass loss |Chan i

No. ge ratio| Results
RE B Mass Voltage Mass Voltage | REHRR(%)| HEL(%) | RBER
& (9) B (V) FE (9) B (V)

SLine-2-1 11027 13.39 11026 13.39 0.009 100.000 P
SLine-2-2 11019 13.46 11019 13.45 0.000 99.926 P
SLine-2-3 11023 13.44 11022 13.43 0.009 99.926 P
SLine-2-4 11026 13.39 11025 13.39 0.009 100.000 P
SLine-2-5 11026 13.44 11024 13.43 0.018 99.926 P
SLine-2-6 11026 13.39 11025 13.39 0.009 100.000 P
SLine-2-7 11026 13.39 11024 13.38 0.018 99.925 P
SLine-2-8 11020 13.46 11020 13.45 0.000 99.926 P
Note/i¥:

A. Leakage/ifmi&; B. Venting/Hf5; C. Disassembly/fi#{%; D. Rupture/f§Z; E. Fire/& X
P. No leakage, no venting, no disassembly, no rupture, no fire/TtiEi&, FTHIS, Tk, T, TEA.

T.4 i (Shock)

s | Before test After test

ar‘r:;p € W ET W5 Mass loss |Change ratio| Results
pepspe | Mass Voltage Mass Voltage | BEHK(%)| AEH(%) | REER
& (9) BE (V) B & (g) BE (V)

SLine-2-1 11026 13.39 11025 13.39 0.009 100.000 P
SLine-2-2 11019 13.45 11019 13.45 0.000 100.000 P
SLine-2-3 11022 13.43 11022 13.42 0.000 99.926 P
SLine-2-4 11025 13.39 11024 13.39 0.009 100.000 P
SLine-2-5 11024 13.43 11024 13.43 0.000 100.000 P
SLine-2-6 11025 13.39 11024 13.38 0.009 99.925 P
SLine-2-7 11024 13.38 11023 13.37 0.009 99.925 P
SLine-2-8 11020 13.45 11020 13.45 0.000 100.000 P
Note/ii:

A. Leakage/ifi®&; B. Venting/HES; C. Disassembly/fi#f&; D. Rupture/f§%:; E. Fire/&NX

P. No leakage, no venting, no disassembly, no rupture, no fire/TTiEi&, FTHIS, Tk, T, TEA.

Address: Lianding Testing Building, No.18 Center Road of Yayuan Industrial Zone, Nancheng District, Dongguan, Guangdong, China:
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Test Data Jli{##
T.5 484 5% (External short circuit)
Sample No. Total circuit Resistance Maximum Temperature, °C Results
FE S 5] 2% 5 BB (mQ) BEEE (°C) RELER
SLine-2-1 82.1 57.7 P
SLine-2-2 82.3 57.6 P
SLine-2-3 78.5 57.6 P
SLine-2-4 81.2 57.5 P
SLine-2-5 79.3 57.6 P
SLine-2-6 82.5 57.5 P
SLine-2-7 81.2 57.4 P
SLine-2-8 79.6 57.6 P
Note/i:

A. Disassembly/fi#{%; B. Rupture/fk%Y; C. Fire/& X
P. No disassembly, no rupture, no fire within 6 hours after the test/JUlif /5 6/NET R TR, TiEZ, TEHEN.

T.6 K (Crush)

Sample No. Voltage before Test Maximum Temperature, °C Results
FE S REHT B E(V) BEEE (°C) RELER
SLine-1-1 3.285 243 P
SLine-1-2 3.288 24 .1 P
SLine-1-3 3.286 24.0 P
SLine-1-4 3.290 24.6 P
SLine-1-5 3.285 245 P
SLine-1-6 3.288 243 P
SLine-1-7 3.284 244 P
SLine-1-8 3.289 245 P
SLine-1-9 3.284 241 P
SLine-1-10 3.287 242 P

Note/i:

A. Disassembly/fi#{#; B. Fire/&X
P. No disassembly, no fire within 6 hours after the test/Slli /5 6/ Bt R T iRIE, TEN.

Address: Lianding Testing Building, No.18.Center Road of Yayuan Industrial Zone, Nancheng District, Dongguan, Guangdong, China.
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Test Data Jli{##
T.7 i3 75 i (Overcharge)

Sample No. Voltage before Test Results
S REHT BE(V) RELER
SLine-2-9 13.64 P

SLine-2-10 13.66 P

SLine-2-11 13.65 P

SLine-2-12 13.64 P

SLine-2-13 13.65 P

SLine-2-14 13.64 P

SLine-2-15 13.64 P

SLine-2-16 13.66 P

Note/iE:

A. Disassembly/fi#{A; B. Fire/& X

P. No disassembly, no fire within seven days after the test/SliX F7R A ThgiA, T&E A
T.8 3R 5 (Forced discharge)

Sample No. Voltage before Test Sample No. Voltage before Test Results

RS BRI RE(V) FEm%M T WHET B (V) RELE R
SLine-1-11 2.723 SLine-1-21 2.698 P
SLine-1-12 2.710 SLine-1-22 2.705 P
SLine-1-13 2.715 SLine-1-23 2.711 P
SLine-1-14 2.711 SLine-1-24 2.703 P
SLine-1-15 2.709 SLine-1-25 2.699 P
SLine-1-16 2.698 SLine-1-26 2.693 P
SLine-1-17 2.694 SLine-1-27 2.709 P
SLine-1-18 2.717 SLine-1-28 2.714 P
SLine-1-19 2.713 SLine-1-29 2.697 P
SLine-1-20 2.702 SLine-1-30 2.707 P

Note/iE:

A. Disassembly/fi#{&; B. Fire/& X
P. No disassembly, no fire within seven days after the test/ ;i F7R A ThgIX, TE A

Address: Lianding Testing Building, No.18.Center Road of Yayuan Industrial Zone, Nancheng District, Dongguan, Guangdong, China.
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Photos f84-

Figure 2 Overall view Il of battery (#MWL 1)
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Photos f84-

AKUMULATOR LiFePO,

APLIKACJA
1 I | DOKUMENTACJA
12.8V - 100Ah - 1280Wh AKUMULATORA

BMS 7 KOMUNIKACI4 BEZPRZEWODOWA
parametry akumulatora podawane
sa w aplikacji dla urzgdzen mobilnych

KOMUNIKACIA
BEZPRZEWODOWA

KT-LFP12100

i bal a ie wysokiej
Nie wystawiad baterii na dziatanie wilgoci i wody
HNie utywaé uszkodzonej Bateril

-+
www_ kon-tec.eu/12v100ah
TECHNOLOGY |5 DUR PASSION

UWAGAN

Nie demontowad

HNia otwierat

A Nie zwierad bieguniw (+37 (-}
Hia wys terii n ki ¥

® | Przed uiyciem zapaznat sie z tradeiq zatqczonej instrukeji
Produgent:‘KO['l—TEC_ Sp.z 0.0 . . G Destepna réwniez na stronie www.kon-teceu
Baya-Zelenskiego 12, 35-105 Rzeszow, Made in PRC

Uiywad tylko dedykowanej tadowarki
CB Zuzyty akumulator ralezy oddad do utylizacji

Magazynawad w stanie peinege natadowania Ltadawad nie
rzadziej niz co 6 miesigcy de stanu peinage natadowania,

Ryzyho eksplozji lub pozaru
Usyé drodka gadniczezo adpowicdniega da gaszenia

‘H A akumulatordw litowo-jonowych, takizgo jak
Sy np: urzadzenie gasnicze zawierajace srodak gasniczy
Sl

w postaci wodnej dyspersji wermmikulitu

Figure 4 Battery Label (HLihFR%)

Address: Lianding Testing Building, No.18 Center Road of Yayuan Industrial Zone, Nancheng District, Dongguan, Guangdong, China.
Tel: 86-769-3893 3228 Email: utl@gdutl.com http: //www.gdutl.com




TEST REPORT

Report No.: PNS230201001 03001 Page 19 of 19

{lml

R EW
Important

1. RERRBZHHFEE, A7 aE > S AR & .
Nobody is allowed to photocopy or partly photocopy this test report without written
permission of UTL.

2. ARG TCHAEN . AN ST\ 2544 TR

The test report is invalid without the signatures of Approver, Reviewer and Tester.

3. AMETRIETICAL.

The test report is invalid if altered.

4. SIS A A AU BT SCEART 2 H A TUR A R B S .
Objections to the test report must be submitted to UTL within 15 days.

5. A BLs S A MR

Throughout this report a point is used as the decimal separator.

6. ARG PORIERAE dh 1157

The test report is valid for the tested samples only.

7. AR H AR BB ] S A FHHUTUERMUTLE) A FR . RdR. ARiRER.

The test report does not grant applicant the use of UTL name, trademark or label.

8. AEARTIE IO T ar PN B AN P W 45 T A AT AN 2 A 00 B A7 AN A WU P ST B R 0 9% FH
UTL’s liability under no circumstance will exceed the testing fee received from applicant
for test conducted hereof this testing report.

9. A IAE AL R R A IR o

The test data and results do not have social proof function.

s JRIELETE End of Test Report  xxx

Address: Lianding Testing Building, No.18 Center Road of Yayuan Industrial Zone, Nancheng District, Dongguan, Guangdong, China.
Tel: 86-769-3893 3228 Email: utl@gdutl.com http: //www.gdutl.com




	UN38.3, Seventh Edition
	Recommendations on transport of dangerous goods, manual of test and criteria, Section 38.3 - Lithium metal and lithium ion Batteries

